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The alumina/silica with zinc chloride aerogel alkylation catalyst was obtained
using a one step sol-gel synthesis, and subsequent drying with supercritical carbon diox-
ide. The aerogel catalyst activity was found to be higher compared to the corresponding
xerogel catalyst, as a result of the higher aerogel surface area, total pore volume and fa-
vourable pore size distribution. Mixed Al–O–Si bonds were present in both gel catalyst
types. Activation by thermal treatment in air was needed prior to catalytic alkylation,
due to the presence of residual organic groups on the aerogel surface. The optimal acti-
vation temperature was found to be in the range 185–225 ºC, while higher temperatures
resulted in the removal of zinc chloride from the surface of the aerogel catalyst with a
consequential decrease in the catalytic activity. On varying the zinc chloride content, the
catalytic activity of the aerogel catalyst exhibited a maximum. High zinc chloride con-
tents decreased the catalytic activity of the aerogel catalyst as the result of the pores of
the catalyst being plugged with this compound, and the separation of the alumina/silica
support into Al-rich and Si-rich phases. The surface area, total pore volume, pore size
distribution and zinc chloride content had a similar influence on the activity of the
aerogel catalyst as was the case of xerogel catalyst and supported zinc chloride catalysts.

Keywords: aerogel catalyst, Friedel-Crafts alkylation catalyst, sol-gel derived catalyst.

INTRODUCTION

After dissolution of the reactants in an appropriate solvent and subsequent gelation of
the sol, the wet gel formed can be dried by several methods. When elevated temperatures
and atmospheric pressure or vacuum are applied, the obtained dry material is known as a
xerogel. Another available drying method is the extraction of the solvent using supercritical
drying, which preserves the original gel structure by eliminating capillary pressure. Solvent
and sol-gel reaction byproducts present in the gel pores are extracted at a temperature and
pressure higher than the solvent or the critical temperature and pressure of their mixture, or
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by another supercritical extracting fluid with moderate values of critical parameters (com-
monly carbon dioxide). Supercritical drying produces a material known as an aerogel.1–3

Due to theuniquepropertiesofaerogels, theyarebeingwidelystudied forpotential applica-
tions in heterogeneous catalysis.4

TraditionalFriedel-Craftsalkylationcatalysts:HF,H2SO4,AlCl3 orBF3 dissolved in
various solvents and acid treated clays have some serious disadvantages. These are: high
corrosiveness, necessity to neutralize and separate the catalyst from the reaction mixture (in
case of homogeneous catalytic systems), poor selectivity and difficult disposal of the spent
catalyst. For these reasons supported metal halides, particularly zinc chloride, have been in-
vestigated as catalysts for Friedel-Crafts reactions in recent years. The most widely studied
material, zinc chloride supported on Montmorillonite K10 (Clayzic), was first reported in
1989.5 Since this original report, a number of studies have investigated the reasons for the
remarkablyhighactivityof thismaterial, andhavewidened therangeofalkylationreactions
for which Clayzic is an effective catalyst.6–9

In this paper we present a one step sol-gel synthesis of alumina/silica gel with
zinc chloride and its subsequent supercritical drying (solvent extraction with supercriti-
cal carbon dioxide), comparison of the aerogel and xerogel Friedel-Crafts alkylation
acitivity, the aerogel catalyst optimal activation conditions and the determination of the
optimal zinc chloride content of the aerogel catalyst. Catalyst samples were tested in the
benzylation of benzene as a typical test reaction for Friedel-Crafts alkylation catalysts.
The aerogel catalyst samples were characterized by thermomicroscopic analysis,
thermogravimetric analysis coupled with FTIR spectroscopy, BET nitrogen adsorp-
tion, differential scanning calorimetry and FTIR spectroscopy. The products of the
Friedel-Crafts reaction were analyzed using gas chromatography.

EXPERIMENTAL

Reagents

Anhydrous zinc chloride (Acros), 1-butanol (Merck), and tetraethoxy silane - TEOS, alu-
minium tri-sec-butoxide and benzyl chloride (all Fluka) were used as reagents.

Catalyst preparation

Sol-gel-synthesis. The sol-gel synthesis was performed according to Miller et al.10 Alu-
minium tri-sec-butoxide (9.84 g, 0.04 mol) was mixed with 1-butanol (100 cm3) and then TEOS (8.32
g, 0.04 mol) was added. The mixture was stirred vigorously and heated at 70 ºC for 5 min until a clear
solution was obtained. After cooling to room temperature, the solution was hydrolyzed with water
(18.75 cm3, 1.04 mol) in which zinc chloride (3.75 g, 0.025 mol) had already deen dissolved. The so-
lution was stirred for 15 min and left to stand overnight (gelation). Water and some amount of the ex-
cess 1-butanol were then removed by heating to 150 ºC, whereby a “densed” wet gel was obtained.
The above procedure describes a wet gel synthesis, with the quantities of reactants, solvent, water and
zinc chloride found by Miller et al.10 to be optimal for xerogel catalyst preparation.

Xerogel preparation. The “densed” wet gel sample was dried in an oven at 225 ºC (optimal
drying temperature for xerogels as found by Miller et al.10) for 12 h.

Aerogels preparation. The “densed” wet gel sample, typically 12–14 g, was placed in a 70 cm3

tubular extractor (Autoclave Engineers SCE Sreening System). The extractor was then filled with
liquid carbon dioxide from a storage cylinder. To avoid two phases of carbon dioxide, the pressure
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was first increased above the critical one (73.7 bar). Then, the temperature was raised (10 ºC/min)
above the critical temperature of carbon dioxide (31.1 ºC), and maintained at the desired and fixed
value. After reaching the desired extraction conditions, the carbon dioxide flow was started. In all
supercritical drying (SCD) experiments, the flow rate was maintained at 90 g CO2/h for 4 h. After this
period, the flow was stopped and carbon dioxide removed from the tubular extractor at a temperature
higher than the critical temperature of carbon dioxide (usually at a drying operation temperature in
order to avoid the existence of two carbon dioxide phases). After that, the extractor was cooled down
to room temperature and the sample removed from the extractor.

Catalyst testing procedure. Prior to activation, the catalyst samples were ground and sieved,
and the fraction of 315–800 �m was used for each catalytic activity test. The catalyst samples were
activated by heating in an oven at 185 ºC for 2 h prior to the catalyst activity tests. In a typical proce-
dure, benzene was stirred with freshly activated catalyst. An aliquot of benzyl chloride was then
added and the reaction mixture stirred for 15 min at room temperature. The mass ratios of the reac-
tants and catalyst were: benzyl chloride/catalyst = 10 and benzene/benzyl chloride = 3.5–4. An ex-
cess of benzene resulted in the formation of diphenylmethane as the dominant product. The following
reactions occur in the system:

C6H6 + C6H5CH2Cl � C6H5CH2C6H5 + HCl and

C6H5CH2C6H5 + C6H5CH2Cl � C6H4(CH2C6H5)2 + HCl

The catalyst was removed from the reaction mixture by filtration and the reaction product ana-
lyzed by gas chromatography. The conversion of benzyl chloride (XB, %) was defined as the total mo-
lar conversion of benzyl chloride to diphenylmethane and ortho-, meta- and para-isomers of
dibenzylbenzene.

Analysis. Gas chromatographic analysis was carried out using a Varian 3400 gas chro-
matograph equipped with a J&W Scientific DB-5 fused silica capillary column and a FID detector
linked to a Spectra Physics System I intergator. Quantitative analysis was performed using 1-decanol
as an internal standard. The relative linear shrinkage of the catalyst samples were monitored by an E.
Leitz thermomicroscope (temperature range: 25–1100 ºC), at a sample heating rate of 10 ºC/min.
Thermogravimetric analysis coupled with FTIR spectroscopy of the gaseous species removed by
heating was carried out using a Bomem TG/plus TGA-FTIR instrument, under a dynamic helium at-
mosphere at a heating rate of 10 ºC/min. Textural characterization of the catalyst samples was per-
formed using a Qunatachrome Autosorb Automated Gas Sorption System. The BET surface area,
overall pore volume and pore size distribution (calculated using the BJH method) of the catalyst sam-
ples were obtained from nitrogen adsorption-desorption at 77 K. Differential scanning calorimetry
curves were recorded with a Shimadzu DSC 50 instrument, at a heating rate of 10 ºC/min (tempera-
ture range: 25–700 ºC) in nitrogen. FTIR spectra were obtained using an MB Bomem instrument in
the wavenumber range from 400 to 4000 cm–1. The samples were prepared by the KBr method at a ra-
tio sample/KBr = 1/100.

RESULTS AND DISCUSSION

Xerogel and aerogel catalytic activity and structure. The sol-gel synthesis condi-
tions, supercritical drying conditions, catalytic activity in the benzylation of benzene,
surface area and overall pore volumes of the xerogel and aerogel catalysts are given in
Table I.

As it can be seen from the total conversion of benzyl chloride, the aerogel catalyst
was more active than the xerogel catalyst. The larger surface area and overall pore vol-
ume of the aerogel catalyst indicate that the two catalysts have different porous struc-
tures. The relative linear shrinkage (Fig. 1) confirms that the porous structure of the
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aerogel catalyst is different from that of the xerogel catalyst. The shrinkage of both the
xerogel and aerogel shows an abrupt rise in the 750–850 ºC temperature region due to
sintering. This rise is much more pronounced in the case of the aerogel while its shrink-
age up to this temperature is lower than that of the xerogel. This type of behaviour upon
heating is typical for aerogels,11 due to their higher porosity and smaller particle size
compared to the corresponding xerogels.

TABLE I. Total conversion of benzyl chloride in the benzylation of benzene (XB), surface area (Sa) and
overall pore volumes (Vp) of the xerogel and aerogel catalyst.

Catalyst SCD T/ºC SCD P/bar XB/% Sa/m2/g Vp/cm3/g

Xerogel – – 46 117 0.895

Aerogel 225 100 53 139 0.950

Sol–gel synthesis conditions: mole ratio Al/Si = 1, mole ratio H2O/(Al+Si) = 13, volume ratio
H2O/C4H9OH = 0.1875, mole ratio ZnCl2/Al = 0.625, gelation overnight, and gel heated to 150
ºC (“densed” gel).

The pore size distribution plots of the xerogel and aerogel catalyst (Fig. 2) indi-
cate that the distribution of the pore sizes is broad for both catalyst types. Rhodes and
Brown12,13 have investigated the influence of the pore size distribution of Clayzic (zinc
chloride deposited on acid treated clay) and Silizic (zinc chloride deposited on silica)
catalysts on the alkylation catalytic activity. Their results indicate that the optimal pore
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Fig. 1. Relative linear shrinkage plots of: a) xerogel catalyst and b) aerogel catalyst.



radius is 5–6 nm. Pores with larger radius than the optimal are less active in the
benzylation of benzene, while pores with pore radius smaller than the optimal are al-
most inactive. The surface area distribution of both catalyst types shows that pores with
radii up to 4.8 nm constitute 52.8 % of the xerogel and 53.1 % of the aerogel surface
area, pores with radii from 4.8 nm to 6.1 nm constitute 10.7 % of the xerogel and 12.4 %
of the aerogel surface area and pore with radii above 6.1 nm constitute 36.5 % of the
xerogel and 34.5 % of the aerogel surface area.

The FTIR spectra of the xerogel and aerogel catalyst are shown in Figure 3. The
band at about 1100 cm–1, attributed to Si–O stretching vibrations,14,15 shifts to lower
wavenumbers: 1064 cm–1 for the xerogel and 1066 cm–1 for the aerogel catalyst. Other
characteristic bands are: a band at about 460 cm–1 attributed to Si–O bending (present in
the spectra of both the xerogel and the aerogel catalyst), a broad band centered at about
600 cm–1 attributed to octahedral Al–O, a band centered at about 710 cm–1 attributed to
tetrahedral Al–O, and a shoulder at about 890 cm–1 attributed to tetrahedral Al–O.14

The shift of the Si–O stretching vibration absorption band from 1100 cm–1 to lower
wavenumbers indicates the presence of Al–O–Si bonds14–16 in both gel types.

Since the alumina/silica structures of both catalyst types are very similar, the
higher catalytic activity of the aerogel catalyst is explained by the larger surface area
and overall pore volume, as well as the larger fraction of 4.8–6.1 nm radii pores.
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Aerogel catalyst activation

The activation temperature of the aerogel catalyst influences the catalytic activ-
ity, as shown in Table II.

TABLE II. The influence of the aerogel catalyst activation temperature (catalyst samples were acti-
vated in air for 2 h) on the total conversion of benzyl chloride (XB)

Activation T/ ºC 130 185 225 275 335 510

XB/% 26 57 57 47 46 6

The maximum catalytic activity of the aerogel catalyst is achieved after activa-
tion at 185–225 ºC (Table II), while a dramatic decrease in the catalytic activity is ob-
served after heating the catalyst to 510 ºC. In order to elucidate the influence of the acti-
vation temperature on the catalytic activity, the aerogel catalyst sample was analysed
using thermogravimetry (Fig. 4) coupled with FTIR spectroscopy of the released mate-
rial. This method is unable to detect zinc chloride released from the catalyst surface, but
provides information about the organic groups still remaining on the aerogel surface af-
ter supercritical drying.

The data presented in Fig. 5 show that adsorbed water is removed completely
from the catalyst surface at 120 ºC. Compounds containing CH2 groups are released at
temperatures between 36–184 ºC. Carbonyl compounds are released in three tempera-
ture intervals: 50–178 ºC, 252–372 ºC and above 760 ºC. CO2 is released in two temper-
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Fig. 3. FTIR spectra of: a) xerogel catalyst and b) aerogel catalyst.
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Fig. 4. TG plot of the aerogel catalyst.

Fig. 5. Evolution of the material released during heating of the aerogel catalyst.



ature intervals: 88–346 ºC and above 480 ºC. The presence of water on the catalyst sur-
face is due to sample manipulation, while compounds containing alkyl groups, car-
bonyl compounds and CO2 are the result of further condensation of terminal hydroxyl
and alkoxy groups on the aerogel surface upon heating1 and their subsequent thermal
degradation. It is obvious that the maximum catalytic activity is obtained on the re-
moval of not only water but also of compounds containing alkyl groups and carbonyl
compounds from the aerogel surface. This indicates that residual alkoxy groups (re-
maining after supercritical drying) are blocking a certain fraction of the catalytically ac-
tive surface. Further heating to 335 ºC results in the release of CO2 and carbonyl com-
pounds, and a certain decrease in activity. The aerogel catalyst loses its activity almost
completely after heating to 510 ºC. The TGA plot (Fig. 4) indicates substantial weight
loss from 200 ºC to 510 ºC (the total weight loss is 26.13 %), which is not evident from
the released material evolution curves (total weight loss is 9.54 %). Zinc chloride
leaching by washing the aerogel with water and analysing the filtrate by atomic absorp-
tion spectrometry showed that freshly dried aerogel catalyst contains 0.396 g ZnCl2/g
cat. while the sample heated to 510 ºC contains 0.231 g ZnCl2/g cat. Evidently, heating
the aerogel to 510 ºC results in the removal of zinc chloride from the aerogel surface, a
reduction in the surface area and in the pore volume (Fig. 1) and a decrease in activity.10

Zinc chloride content

The conversion of benzyl chloride using aerogel catalysts with different zinc
chloride contents is shown in Table III.

TABLE III. The influence of the zinc chloride content on the total conversion of benzyl chloride (XB),
sol–gel synthesis conditions, catalyst surface area (Sa) and overall pore volume (Vp) of the catalyst.

Catalyst Mole ratio ZnCl2/Al XB/% Sa/m2/g Vp/cm3/g

AG1 aerogel 0.3125 3 164 1.138

AG2 aerosol 0.625 53 139 0.950

AG3 aerogel 1.25 11 35 0.117

Sol–gel synthesis conditions: mole ratio Al/Si = 1, mole ratio H2O/(Al+Si) = 13, volume ratio
H2O/C4H9OH = 0.1875, gelation overnight, gel heated to 150 ºC (“densed” gel), SCD T = 225
ºC, and SCD P = 100 bar.

On varying the zinc chloride content, the catalytic activity of the aerogel shows a
maximum. In similar type of catalytic systems (supported zinc chloride), the active
group is considered to be an isolated zinc chloride moiety supported on the framework,
with a structure very different from crystalline zinc chloride.12,13 The maximum cata-
lytic activity is achieved when there is a monolayer surface coverage of zinc chloride
and the mesopores are filled. Further addition of zinc chloride results in a system in
which the zinc chloride is structurally more like crystalline zinc chloride. Since zinc
chloride itself shows very little Friedel-Crafts activity, the observed catalytic activity
decreases. It seems that in the case of the aerogel catalyst, the zinc chloride content has a
similar influence on the catalytic activity. The catalyst with a low content of zinc chlo-
ride (AG1) is almost inactive due to insufficient surface coverage with zinc chloride. In-
creasing the zinc chloride content increases the catalytic activity (AG2) and reaches an
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Fig. 7. FTIR spectra of: a) aerogel catalyst AG1, b) aerogel catalyst AG2 and c) aerogel catalyst AG3.

Fig. 6. DSC traces of: a) crystalline zinc chloride, b) aerogel catalyst AG2 and c) aerogel catalyst AG3.



activity maximum, while further addition of zinc chloride (AG3) leads to a decrease in
the catalytic activity. The specific surface area and overall pore volume decrease (AG3)
confirm that the addition of zinc chloride leads to a filling up of the mesopores and a cat-
alytic activity decline.

The structure of zinc chloride in the aerogel catalyst is different from that of crys-
talline zinc chloride, as confirmed by the broad endotherms around 300 ºC on the DSC
traces (Fig. 6). Asharp endotherm of the melting of crystalline zinc chloride was not ob-
served even for the very high zinc chloride content catalyst (AG3), indicating good dis-
persion of zinc chloride even in this case. Additional zinc chloride, on the other hand,
influences the structure of the alumina/silica support.

The FTIR spectra presented in Figure 7 show that a high content of zinc chloride
causes the separation of the alumina/silica aerogel network into Al-rich and Si-rich
phase, and the disappearance of Al–O–Si bonding. The absorption bands for the cata-
lyst with a high zinc chloride content (AG3) are: 1097 cm–1 (Si–O stretching), 470
cm–1 (Si–O bending), 534 cm–1 (octahedral Al–O), 712 cm–1 (tetrahedral Al–O), 800
cm–1 (octahedral Al–O or symmetric Si–O streching) and 890 cm–1 (tetrahedral Al–O).
This indicates almost complete separation of the alumina/silica aerogel network into
Al–O and Si–O phases. However, the FTIR spectra of catalysts with lower zinc chloride
contents indicate the presence of Al–O–Si bonds in their structure (AG1 and AG2).

CONCLUSION

Alumina/silica aerogels with zinc chloride were obtained by a one step sol-gel synthe-
sis followed by supercritical drying using supercritical carbon dioxide. The catalytic activities
of the produced aerogel alkylation catalysts were found to be superior to the corresponding
xerogel catalysts. The reasons for the higher catalytic activity of the aerogel catalysts are:
larger surface area, larger overall pore volume and favourable pore size distribution. Residual
organic groups are present on the aerogel surface after supercritical drying. Subsequent heat-
ingof theaerogel to185–225 ºC isneeded, inorder to removeresidual surfaceorganicgroups
andachievemaximumcatalyticactivity.Furtherheatingof theaerogelcatalyst leads to the re-
movalofzincchloride fromtheaerogel surfaceandactivity loss.Onvarying thezincchloride
content, the catalytic activity of the aerogel catalyst shows a maximum. This is in accordance
with theresultspreviouslypublishedforzincchloridedepositedonacid treatedclayandsilica,
and xerogel catalyst. Higher contents of zinc chloride result in the filling up of the aerogel
pores, separationof thealumina/silica support intoAl-richandSi-richphases, and lowercata-
lytic activity. The pore size distribution and zinc chloride content have a similar influence on
the catalytic activity of the aerogel catalyst, xerogel catalyst and catalyst with supported zinc
chloride, indicating the same catalytic mechanism of these catalysts.
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I Z V O D

ALUMOSILIKATNI AEROGEL SA CINK-HLORIDOM KAO KATALIZATOR ZA

REAKCIJE ALKILOVAWA

ALEKSANDAR M. ORLOVI]1, \OR\E T. JANA]KOVI]1, SA[A DRMANI]1,

ZORICA MARINKOVI]2 i DEJAN U. SKALA1

1Tehnolo{ko-metalur{ki fakultet, Univerzitet u Beogradu, Karnegijeva 4, p. pr. 3503, 11120 Beograd i
2Centar za multidisciplinarne studije, Univerzitet u Beogradu, Kneza Vi{eslava 1a, 11000 Beograd

Alumosilikatni aerogel sa cink-hloridom kao katalizator za reakcije alkilovawa,

dobijen je jednostepenim sol-gel postupkom i naknadnim su{ewem sa natkriti~nim ug-

qen-dioksidom. Utvr|eno je da je kataliti~ka aktivnost aerogel – katalizatora vi{a od

kataliti~ke aktivnosti odgovaraju}eg kserogel – katalizatora, zbog ve}e specifi~ne po-

vr{ine i ukupne zapremina pora aerogel – katalizatora, kao i povoqnije raspodele ve-

li~ina pora. Oba tipa gel – katalizatora poseduju me{ovite Al–O–Si veze u strukturi

alumosilikatnog nosa~a. Zbog prisustva zaostalih organskih grupa na povr{ini aerogel

katalizatora, pre kataliti~kog alkilovawa neophodna je aktivacija katalizatora zagre-

vawem na povi{enoj temperaturi u atmosferi vazduha. Optimalna temperatura aktivacije

je u opsegu 185–225 ºC, dok je vi{a temperatura aktivacije rezultirala uklawawem

cink-hlorida sa povr{ine katalizatora i zna~ajnim smawewem kataliti~ke aktivnosti.

Zavisnost kataliti~ke aktivnosti od sadr`aja cink-hlorida je pokazala maksimum. Visoki

sadr`aj cink-hlorida je doveo do pada kataliti~ke aktivnosti usled zapuwavawa pora

katalizatora ovim jediwewem i separacije alumosilikatnog nosa~a na faze bogate alu-

minijumom i silicijumom. Utvr|eno je da specifi~na povr{ina, ukupna zapremina pora,

raspodela veli~ina pora i sadr`aj cink-hlorida, imaju sli~an uticaj na aktivnost ae-

rogel-katalizatora kao i na aktivnost kserogel-katalizatora i katalizatora dobijenih

nano{ewem cink-hlorida na razli~ite nosa~e.

(Primqeno 5. aprila 2001)
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